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TRIAL WELD LOG 2
Pro;ect'Name' 12th Street Landfill Project Location: Otsego Twp., MI. Material Description 40 Mil LLDPE
} Extrusion Welds Fusion Welds
Mat. D‘atel Am_bient Se_a.mer Machine | Barrel | Preheat| Wedge Spe-ed Peel Values Shear Values (PIF)
Typel _ Time Temp. | Initials [ Number] Temp. | Temp. | Temp. | Setting Lbs. / Inch Lbs. / Inch
L0l IR 75 HM | Mx-1 | 400 | 300 | N/Aa | Nia | TP 81 87 & 80 82 P
T %200 65 WM | mx-1 | 400 | 300 | nN/A | N/a | 8O o1 9 93 93 %8 P
| $2110 65 RM | D-3 | N/A | N/A | 750 | 500 o o - 83 85 %0 P
sis | 92110 65 RM | D-3 | N/a | N/a | 750 | 500 o > o 102 103+ 107 P
sis | 92300 65 MR | D-5 | N/A | N/A | 750 | 500 ” o o 105.) 105 | 108 P
| %20 65 MR | D-5 | N/a | N/A | 750 | 500 I e e 86 89 92 P
sm | #2170 65 RM | D-3 | N/a | N/a | 750 | 500 - 2l 85 92 07 17 p
0l BN 80 WM | mMx-1 | 400 | 300 | N/A | N/a | ©B 70 72 69 2 81 P
| %210 80 ss | Mx-9| 300 | 200 | N/A | N/A | ©F &9 & o4 64 70 P
sis [ %2310 65 | MR | D-5 | N/a | N/a | 750 | 600 o o o 104 4 107 1 108 P
| 92300 | e MR | D-5 | N/A | N/a | 750 | 600 o o o 92 % 04 1 p
sis 2230101 6 RM | D-3 | N/A | N/A | 750 | 550 e o - 106 | 108 } 109 | p
| %230 65 rRM | D-3 | N/a | Nia | 7s0 | s00 o o o 106 110 B P
| 230 85 HM | mMx-1 | 400 | 300 [ N/a | Na | TP s 5 8 & 92 P
[ %230 85 ss | mx-9 | 300 | 200 | n/a | N/A | ¥ & & 2 7 7 P
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TRIAL WELD LOG Page 3
Project Name: 12th Street Landfill Project Location: Otsego Twp , Ml Material Description. 40 Mil LLDPE

_ Extrusion Welds Fusion Welds
Mat. Date / Ambient | Seamer| Machine| Barrel | Preheat| Wedge | Speed Peel Values Shear Values

| Type Time Temp. | Initials | Number| Temp. | Temp. | Temp. | Settin Lbs. / Inch Lbs. / Inch (P1F)
s/s 1%’;’510 35 - JS p-1 | N/A | N/a | 750 600 gg g‘; 23 19 119 120 P
sis [ 19400 3 | RM | D-3 [ N/A | N/A | 750 | ss0 | %2 6 o "s opo1e oA P
[0 35 RM | D-3 | N/A | N/a| 750 | s00 | % o > 110 e 128 P
sis [ 19400 35 MR | D-5 | N/A | N/A | 750 | 600 o o o t4 o 14118 P
LAl 35 MR | D-5 | N/a | N/A | 750 | 500 > o o2 105 1 106 4 110 P
sis [ 1040 50 8 | o-1-| N/A | N/A| 750 | 600 4 o 5 % % 9 P
sis [ 10410 50 MR | D-5 | N/A | N/A | 750 | 600 o o 5 93 % 98 P
Ll ey 50 MR | D-5 | N/A | N/A | 750 | 500 o o o 88 89 92 P
sis [ 10410 50 RM | D-3 | N/A | N/A | 750 | 50 o o ” 9 9% 100 P
Ll Y 50 RM | D-3 | N/A | N/A | 750 | 500 SR o %8 1024 102 P
T [ 100 60 M | mx-9 | 300 | 200 | N/A | N/a | 78 78 81 73 78 81 P
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